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Age
At

Inspection

Last
Inspection

Date(SqFt)
True AreaLanesRankUseSurfaceLast

Const.
Date

Section IDBranch ID PCI

09/01/1995200-01200 (TAXIWAY B) 05/19/2003 87.00AC TAXIWAY S 1 95275.00 8

08/01/1975300-01300 (TAXIWAY C) 05/19/2003 52.00AC TAXIWAY P 1 50879.00 28

09/01/1975400-01400 (Taxiway D) 05/19/2003 31.00AC TAXIWAY S 0 10768.00 28

09/01/1998400-02400 (Taxiway D) 05/19/2003 74.00AC TAXIWAY S 18230.00 5

09/01/19954100-014100 (PAVED APRON) 05/19/2003 84.00AC APRON S 0 90000.00 8

09/01/19754100-024100 (PAVED APRON) 05/19/2003 61.00AAC APRON P 0 127199.00 28

09/01/19754100-034100 (PAVED APRON) 05/19/2003 54.00AC APRON S 0 43562.00 28

09/01/19954100-044100 (PAVED APRON) 05/19/2003 48.00AC APRON S 0 8220.00 8

09/01/19986100-016100 (RUNWAY 9-27) 05/19/2003 83.00AAC RUNWAY P 0 281250.01 5

09/01/19986100-026100 (RUNWAY 9-27) 05/19/2003 90.00AAC RUNWAY P 0 562500.01 5

09/01/19986100-036100 (RUNWAY 9-27) 05/19/2003 89.00AAC RUNWAY P 0 281250.01 5

09/01/19986100-046100 (RUNWAY 9-27) 05/19/2003 94.00AAC RUNWAY P 0 141372.00 5

09/01/19956100-056100 (RUNWAY 9-27) 05/19/2003 81.00AAC RUNWAY P 0 141372.00 8

09/01/1975800-01800 (HANGAR TAXIWAY) 05/19/2003 53.00AC TAXIWAY T 0 9669.00 28

09/01/1995800-02800 (HANGAR TAXIWAY) 05/19/2003 66.00AC TAXIWAY T 0 10540.00 8
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